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Figure S7 - EDS diagrams of 20minAg/Ag3PO4-CB3 photocatalyst: (a), (b); Surface scanning images of elements corresponding to 

20minAg/Ag3PO4-CB3 photocatalyst: Bi (c), I (d), O (e), C (f), N (g), Ag (h), P (i). 
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